—
MORE FROM WOOD. E EGCGLCER

Revision: 01
Release: 11-May-2022

EARERER
Technical leaflet
ERirEEmERER e D IPIEEIY

Cleaning and care recommendations for EGGER product surfaces

SZEE
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Cleaning

MBS S EEINER T ESIRE R PARENERpER. SUGER. Xk, GEiR. SEHXRMEIATE.

The following cleaning and care recommendations refer to the EGGER products PerfectSense lacquered boards, Eurodekor,
laminates, worktops, compact laminates and edging.

HATERERREASFEEMZE. PEURKERSYE, FUAFTEHIEIHRIFE, B=REIRSREIMREEECREAN
MitTEEEREEZEE. XRFERTEESIENIET.

EGGER surfaces do not require any special care due to their resistant, hygienic and dense surface. The surfaces, consisting of
melamine resin impregnated decorative paper or hardened lacquers, are generally easy to clean. This also applies to textured
surfaces.

WFEE ERMERE, IMREEENYEY. REESALY, REESREET~ R, EEFESREMX S REERIE
AOEURE. XTERRIRBERIYG. SBERNEEFSFITHEENEEEERNER F, X—REFERTERINTR.
EEREREGFEALR. SBERRESESINEIEINERESINER T, RERAEFERIKR—ERTBYERMLSRT
R,

Lacquer-based surfaces, such as PerfectSense Premium Matt / Gloss, PerfectSense Feelwood, PerfectSense Texture or
PerfectSense Topmatt, suggest a lower susceptibility to soiling due to their anti-fingerprint properties. This applies to finger

sweat, provided that no furniture polishes, cleaning agents containing wax or re-greasing plastic cleaners were used. These
tend to build up a sticky and dirt-binding layer on the surface and must therefore not be used.

/E/n?’i*ﬁ fﬁﬁf""nn%ﬁ %ttﬁ;‘ﬁ:"ﬁ%, EETII_\FE,HHEIJIEIEI?EEE J"'ﬁﬁﬁﬁﬂf&f%:ﬁmﬁU%BﬁmﬂE’J:ﬁmﬁUo Frﬁgq".m.l iﬁE’JTE, II%
AR AR BHARELRS, BUSRSE RREYEFESRIMLANENR, BanERREENREERIXENER
RORERRIENL, RIEMRASHFESRINNEKE, BEEFERRRREER BMERS RS 26

Hit, ERREEHTVRER, BEUIRIES RSB TAEERE. 3, BRETBEEBERENARERSRS
.

Cleaning EGGER surfaces is generally easy and regular cleaning is important. Gentle agents such as glass cleaner should be
used. In particular, the cleaning agents must not contain any abrasive ingredients, as these can lead to changes in gloss level,

and scratches. The cleaning intervals must be adapted to the area of application and the degree of soiling. Depending on the
substance and the amount of time to take effect, both light and fresh as well as heavy and stubborn soiling can occur.
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Therefore, the right type of cleaning is important. Depending on the type of soiling, the cleaning instructions on the following
pages must be observed. Naturally, it is essential to always start with the mildest method and shortest amount of time to take
effect.

Ehlisia

Basic cleaning

RIESRAEEIERE, STAMBRIERNE ST RAEVE. B ARISHIEEEESSTEFEIEREERY, TH7ETER
PIEFRGEEH.

Depending on the type and degree of soiling, it may be necessary to carry out a so-called basic cleaning. Commercially
available grease or power cleaners have also proven effective. The following is a selection of possible cleaners, as examples.

(Gl SRR

Brand Manufacturer / Supplier
WHEER-EIRHIEFIREY, SRHSEE S XS

W5Bref Power — against grease & burnt-in substances | Henkel AG & Co KGaA, Diisseldorf
Multi Grease Cleaner W5 Lidl

WA T EEIE?

How should cleaning be carried out?
1) HFEFRRERACENEER, HRREEHEREEEN AR5

Spray the product surface sparingly with the cleaning agent, leave on for max. 5 minutes
2) FTHA (BEsgmmel. PUREER. JFEMRMERS) KTHEET

Wipe cleaning agent dry with a dry cloth (fine microfibre cloth, PU-coated, non-abrasive)
3) FKEBHSEVEMIRE, WaER

Wipe food contact surfaces, such as worktops, with water
4) BfE, BT HhERmEEEXKET

Finally, wipe the cleaned area dry with a clean cotton or paper towel

*E;EIEIHX&% TL/LEEJ: I%E/:Eﬂ/:gw
Depending on the result, the cleaning steps can be repeated.
HEERZAESUSE L Bk A B 2R PR BN 3T E.

The manufacturer’s instructions and safety instructions as well as amounts of time required to take effect must be observed
before use.
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{EF

Use

—RRSKIR, WFVK. MEFEESE SRANEEYNIZEGEE, FEASRIABERK, SEMmERNRENRK, WiEEH
WEMEA, HENAIESLSIRINTARA:

As a general rule, soiling and spilled substances such as tea, coffee and wine, etc., should be cleaned up immediately, because
the longer the amount of time to take effect, the more cleaning effort is required. In daily use, the following instructions must be
observed:

BE, FmREANRBEDENRE. EE2EEMZNREERE MIENRIE, B5UERMIR.
=mll |n general, surfaces should not be used as cutting surfaces, given that knife cuts leave cut marks even on resistant
surfaces. Always use a chopping board.

g MRS ERENEESMEIENEEYSR, PRI RRSERNE T mEE, KIEFRIAEREREREE

ErRREar RN ET RRAEIUESZIR. B5URARHREIE,

Putting hot items such as pots and pans on the surface directly from the hob or out of the oven must be avoided,
because the gloss level may change or surface damage may occur depending on the heat level. Always use heat
protection.

B iSHARIAN BBk, EARLYRRS REREE RSN RERTIOHEE. TEERIIOMFHRL, HHaY
R IRA RSB T4,

Spilled liquids should always be cleaned up immediately, because longer exposure times of certain substances may
affect the gloss level of the surfaces. Especially in the areas around cut-outs and joints, spilled liquids should always be
cleaned up quickly and thoroughly.

—RR(ER

General information

XY RFERTIEER=REERMN LRGEFEITRE. MTREBRNREESANRE, NSIENRERRTE iR
HIFRRSXeRREELSENEE. B, HINERRTH AR mREREATREE.

These recommendations apply equally to all EGGER melamine and lacquer surfaces. In connection with dark uni colours as
well as dark wood reproductions, it should be noted that usual traces of use are visually more noticeable here than on light
decors. However, the traces of use that appear are not a qualitative impairment of the surface.

MFER=RELFI LR EROEINRE, BRINAM S REENECRNESARMMRERE. XEEIRmIIEEHERE
HRE SR = RERBRINRERSIRAABNUTRRERREE NSRS, IBEWRERREEN T TiEERI
RIR, SSTFERRES m, WREETHANRIAHTES, WAKEHEER, FENSIRESIRRS R TES.

For EGGER melamine and lacquer surfaces, cleaning with a soft cloth is important or the cleaning cloth used should be as
damp as possible. Cloths that are too rough and cleaning sponges or melamine sponges with rough sides may produce gloss
marks or shine on the surface if rubbed or scrubbed too intensively, which means damage and may not be removable. In the

case of particularly deep textures, cleaning can be carried out without any problems if the instructions given are followed. The
cleaning should be carried out in the direction of the surface texture.
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HtEETEHIN—ia:

Other important notes at a glance:
EfEFAEAE), B REREY S BERE

During the service life, EGGER surfaces must be cleaned regularly.

FrmRRYEPRFTBEIRLE

The use of maintenance products is generally unnecessary.

NEERRBEMFIRIGERERT (XS, WLs) #HTEE

Do not use abrasive and scouring agents (e.g. scouring powder, steel wool) for cleaning.

TERRHYH. TR, REBER. FITRERNERSEHIMESR

Do not use polishes, waxes, furniture cleaners, re-greasing plastic cleaners and bleach.
TEERERIERE RSN, WARRMIEERAEMIRER. KEEST. B, HRIsEfEE T

Do not use cleaning agents that contain strong acids or strongly acidic salts. Examples are descalers based on formic
acid and aminosulphonic acid, drain cleaners, hydrochloric acid, silver polish or oven cleaners.

LERBHEEERIN . BTFESIIIRE. FIHFER, TEX

When cleaning with solvents: Observe the accident prevention regulations. Open the windows. No naked flames.
W ERRNEERE

Cleaning with a steam cleaner is not recommended.

IR WFUSRENES, BRREEECEREREER, NI DFRENIER

Attention: For the edging, make sure that the cleaning agents are removed immediately after application, otherwise
stress cracks or stress whitening may occur.

FRESETRNYREESNAXIER, MNXESEHREEER

Substances containing solvents should only be used in highly diluted form when cleaning edges.
FRNFLEBEREAFERTSBNSHINGESH. FRSKNREEFFMTHEREESHN. ATEEIEFET
HIBRSFR, ENERREKEAEEREMAERTERET R

Streaks are usually caused by cleaning with organic solvents, the use of cold water and repeatedly used cloths or

shammy leather. In order to carry out all cleaning without shading or streaks, it is recommended to dry the surface with
the help of a microfibre cloth after rinsing with warm water.

THBETERYIR M R A R E RGBSR, BEAEEId48h, B AT KEEE S RESIEMRERIIRIA

Remove grease residues within the shortest possible time, at the latest after 48 hours, because the surface may
become damaged if it takes too long to clean the surface.

ERTREANAEEERETENERERNERMNER, FEITHEXREERIRN. BAREEKBSEERTAL

B,

EGGER product surfaces comply with the high EGGER quality standard as well as the applicable standards and regulations
and are tested for all relevant quality requirements. Please refer to the respective technical data sheets for quality requirements.

LN EERAAESRAERTENERTmAVRE, A7 ERRENNDELE N m, BANERUTmE&:

The following cleaning instructions cannot be applied equally to every EGGER surface. In order to be able to assign the
applicable statements to the individual products, these product images are used:
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DNEET] UHEHR Bk BER SE0XIR i
PerfectSense Eurodekor Laminate Worktop Compact laminate Edging
D= =R —A{
igianip

Cleaning recommendations

1. 4t SR, SHHERESY. e, BE. M K. Rt AR By &FF. BB B BRE 8K
Dust, dirt, dust/grease mixture, pencil, chalk, coffee, tea, fruit juices, sugar solutions, fingerprints, felt-tip pen, grease, olil,
DAIIPOINT PENS, TUDDET ...

2. JKIERERYD. KIRIA% (KiR) . BT

Limescale residues, limescale edges (Water MAarKS), FUST.......c.uuiiiiiiiiiiiee et

3. FREE (REMR. EDRIALBGAEAL) . 8B%E. DIL. B, MOARMBSCHI. FTHEHEEH

Wax residues (candles, mould release agents for presses), wax crayon, lipstick, shoe polish, floor polish, wax polish .........

4. HEMSE (BEERY). REAAR. dAE. MR, RK. EE)

Bacteriological soiling (soap residues, skin epithelium, bacteria, blood, urine, faeces)..........ccccccciiiiiiiiciiici,

5. EREMERHINER (FR)

Shading that occurs after treatment With SOIVENTS (SIFEAKS) ......uuuuuuiiiiiiiiiiiiiiieitieieieiaeeieeaeaee e eaeaeaeeaaaeeaessessaesseesssssssesesesesernrnnnes

6. KEMERM. et BRI SRISEGH (PVAC)

Water-soluble paints, stains, emulsion paints and adhesive diSpersions (PVAC) .......occuuiiiiiiiiiiiiiicieee e

7. BRIBNER. REHORER CHAERY. B, %, ENVEimES)

Solvent-based lacquers, paints and adhesives (lacquer residues, splashes, spray paint, stamping ink) ..........cccccocvveiiiieenne

8. WRDFRAAEET. GRiilE (FIaNEREER)

Two-component lacquers and adhesives, synthetic resins, €.g. POIyUrethane...........ccuvviiiiiiiiiiiiii e

0. fER. EHR. HKERFH

Silicones, sealing compounds, furniture MaINTENANCE AQENTS .......cuiiiiiiiiiiiii et e e e e e e et e e e e e e nebnees

1. &=t 5k, =t/aiERSY. B, B, mEk. &, Rit. EER 8
ol EFE. WS, . EERE. &R

Dust, dirt, dust/grease mixture, pencil, chalk, coffee, tea, fruit juices,
sugar solutions, fingerprints, felt-tip pen, grease, oil, ballpoint pens,
rubber

CisivT o=
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1.1. BB~ ERERIENSER
Light, fresh soiling
ERRIRT#R (TAUEGERY) EMEBEtTiEE. MRERTKGEE, B aaET.

Use soft and clean paper wipes (dry or damp) or a sponge. If cleaning with a damp cloth, wipe dry afterwards.

1.2. RERKHEZ a5 ERISR

Normal soiling that requires a longer time to take effect
ERTRIGEK. HhEfnrl. RRAGBHEEER (WEkR) #TEE. BEASHELRSIEERAGE, LRk
R (UEEERUESA) |, REHEITE. B, ErmRERK DESERAKIE S RIRESEEENER, ARAHFKE
KIER A%, MREVE, FJLUHTESRFE. BT BR B SRE. AEERKMATEMAERR. KM
BT mRE, SREERKREEMN.
Use clean warm water, clean rags or cloths, a soft sponge or a soft brush (e.g. a nylon brush). Usual cleaning agents without
abrasive ingredients are suitable, also washing powder (especially heavy-duty detergent), soft soap or curd soap. Firstly, lather
up with the cleaning agent solution, depending on the degree of soiling, allow to take effect, then rinse with pure water or glass

cleaner. Rinse several times if necessary. Remove cleaning agent completely to avoid streaks. Wipe the surface dry with an
absorbent microfibre cloth, clean rags or paper wipes, and change rags or paper wipes frequently.

2. IKiET%RE. KiEBEG (Ki&R) . Bl

Limescale residues, limescale edges (water marks), rust

CFvvTe=

2.1. BB ERERIENEIR
Light, fresh soiling
ERFRRTIE (FAENER) BMEisEitTEs. MRERER®ES, BrsaaET.

Use soft and clean paper wipes (dry or damp) or a sponge. If cleaning with a damp cloth, wipe dry afterwards.

2.2 RERKHAZAEEEIENERSR

Normal soiling that requires a longer time to take effect
(EFFRA0RK. FmEfnkl. RRABLEEER (MEkR) #TiEE. BERSHEMMIIEEIRAGE, BaILA%
RMTEBEMUERT) . RERETE. B, TrnfmirRk EEEERHRBSNEESHEETEN, ARAHK
KBSk, MRALE, AILUHTSRTE, EEFATSERIERRRTE. BEERKERNEMALERR. Hh
HEMIRTF=mKE, BAEERAMILD,

Use clean warm water, clean rags or cloths, a soft sponge or a soft brush (e.g. a nylon brush). Usual cleaning agents without
abrasive ingredients are suitable, also washing powder (especially heavy-duty detergent), soft soap or curd soap. Firstly, lather
up with the cleaning agent solution, depending on the degree of soiling, allow to take effect, then rinse with pure water or glass
cleaner. Rinse several times if necessary. Remove cleaning agent completely to avoid streaks. Wipe the surface dry with an
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absorbent microfibre cloth, clean rags or paper wipes, and change rags or paper wipes frequently.

2.3. EE. MESRMEESR

Heavy, stubborn soiling and old stains

(ERSEFFIS AT TIES, BEnREdR. WAERASERE HENRIIEEFIARINE SR,
ERRTERER, BEAMERATECERE. MKESRSHIITFENER T, ALIBIERE 10%ERERETERER a ket TAErT
B8, RERSEKEBEEEEAIRE. BarreeBRABERFRTE. BEARKIEABAFAEMEL. KOS mET =
MERHE, SR E R EARM.

Use detergent or a paste made from washing powder and water, and leave it to soak overnight. Liquid cleaning agents with the
finest polishing chalk or mild bleaching agents are also suitable. However, they should only be used occasionally and should not
be used on high-gloss surfaces. In the case of particularly firmly adhering limescale contamination, a ten percent acetic or citric
acid can be used for a short time. Then rinse with pure water or glass cleaner. Remove cleaning agent completely to avoid
streaks. Wipe the surface dry with an absorbent microfibre cloth, clean rags or paper wipes, and change rags or paper wipes
frequently.

3. FelE (5. EDRITNBRAREN) . %856, OILL. &5, MtRIMERI. FIESHaS6R

Wax residues (candles, mould release agents for presses), wax crayon,
lipstick, shoe polish, floor polish, wax polish

CFvT e
3.1. BB ERERIENER
Light, fresh soiling
ERFRTEH (FROSGERY) RDEUEEHTIES. WRERERMES, BEsaaET.

Use soft and clean paper wipes (dry or damp) or a sponge. If cleaning with a damp cloth, wipe dry afterwards.

3.2. RERKNEAEESENEMRISIR

Normal soiling that requires a longer time to take effect
BERERAESIERRY., TR BRRE, BARHEARKT, MEERAREEERFRMFAEBER, NFETRNE
i, ERTRROEK. HEdetl. RURHBEEER (WBRR)) #HTEE. BEASHEEMSHEEFRAGE, BaIld
PSRRI CEBERUEIRT) . RERBTE. B, Arnimlck LB EERH KBS INEESHEaIEN, A
KESIREE A ATk REVE, ALBHTZRE. BErEeRR R SRTE. FEERKEABETERE. K
ERDIBRT = mRE, B ERAMEAET.

First remove paraffin or wax residues mechanically. Caution: Avoid scratches. It is recommended to use a plastic or wooden
spatula. Iron off the remains with blotting paper. For subsequent cleaning, use clean warm water, clean rags or cloths, a soft
sponge or a soft brush (e.g. a nylon brush). Usual cleaning agents without abrasive ingredients are suitable, also washing
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powder (especially heavy-duty detergent), soft soap or curd soap. Firstly, lather up with the cleaning agent solution, depending
on the degree of soiling, allow to take effect, then rinse with pure water or glass cleaner. Rinse several times if necessary.
Remove cleaning agent completely to avoid streaks. Wipe the surface dry with an absorbent microfibre cloth, clean rags or
paper wipes, and change rags or paper wipes frequently.

3.3. BE. WESHHMIREESR

Heavy, stubborn soiling and old stains

= ¥

ERERFIE AR AKEFIAIRIR I TIEE, BoRReER, CaERSEEAI tHEiEMERRANRINE SR,
BERRTERER, BEAMSATEEREA., IRSHLEBYEEEAERER, FTLBBIBIARHTES, GINRE, F
BEERS. IRMEGERK. AEREKEEIEE SRR, SER e BRAERFRTE. BEARKMEIBMAA R
BB mRE, EREERRMEIM,

Use detergent or a paste made from washing powder and water, and leave it to soak overnight. Liquid cleaning agents with the
finest polishing chalk or mild bleaching agents are also suitable. However, they should only be used occasionally and should not
be used on high-gloss surfaces. If the soiling has not been removed with the cleaning agent solution, it can be reworked with an
organic solvent, e.g. acetone, methylated spirits, benzine or nail polish remover. Then rinse with pure water or glass cleaner.

Remove cleaning agent completely to avoid streaks. Wipe the surface dry with an absorbent microfibre cloth, clean rags or
paper wipes, and change rags or paper wipes frequently.

4. HEMESHE (EB%FRY. RRRAN. @E. MR, KRk, #=E)

Bacteriological soiling (soap residues, skin epithelium, bacteria, blood,
urine, faeces)

CFvvTe=

4.1. B BEFEREBRIERNISIR

Light, fresh soiling
ERFRRTIE (FARENER) BMEisEEtTES. MRERERTES, BhsaaBET. REXNEIYMERHESL
H,

Use soft and clean paper wipes (dry or damp) or a sponge. If cleaning with a damp cloth, wipe dry afterwards. Additional
treatment with disinfectant according to the relevant regulations.

4.2. RERKMNEAEESENEMRISIR

Normal soiling that requires a longer time to take effect
(ERTISROEK. RmERl. RRAGEEEER (k) HiThEs. BEASHEEMSIEENRAGE, BaILRE%
R TESERUEER) . MEREITE. B, HrnRErk DEERERARESRNRESSEaEN, REARKE
BIEEERIRk. MREBE, FJLIHTZRRE. BEFATSBRIIERSRTE., BREGRKEIGBMLERR. KM
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BT mRE, BREEEARMERD. REXNETIMERESTIE.,

Use clean warm water, clean rags or cloths, a soft sponge or a soft brush (e.g. a nylon brush). Usual cleaning agents without
abrasive ingredients are suitable, also washing powder (especially heavy-duty detergent), soft soap or curd soap. Firstly, lather
up with the cleaning agent solution, depending on the degree of soiling, allow to take effect, then rinse with pure water or glass
cleaner. Rinse several times if necessary. Remove cleaning agent completely to avoid streaks. Wipe the surface dry with an
absorbent microfibre cloth, clean rags or paper wipes, and change rags or paper wipes frequently. Additional treatment with
disinfectant according to the relevant regulations.

4.3. BE. WEISHEMMFESSE

Heavy, stubborn soiling and old stains

ERERFS RS RNIERERAYIETIES, Kion=edR. rAERSEEEEEIEERRIAE SR,
ERRTERER, BEAEATEGERE. MKESHSITFENER T, ATLABIEIRE S 10%EEE s TR ER ARt TAERT
B, AR KEEIEEEITE. BRI RSRTE. BEERKERBMATERR. RMsERMEBET~
MERE, SREERRERT. REXNETIMERESHIE,

Use detergent or a paste made from washing powder and water, and leave it to soak overnight. Liquid cleaning agents with the
finest polishing chalk or mild bleaching agents are also suitable. However, they should only be used occasionally and should not
be used on high-gloss surfaces. Then rinse with pure water or glass cleaner. Remove cleaning agent completely to avoid
streaks. Wipe the surface dry with an absorbent microfibre cloth, clean rags or paper wipes, and change rags or paper wipes
frequently. Additional treatment with disinfectant according to the relevant regulations.

5. {ERBEFILEFLRMER (FR)

Shading that occurs after treatment with solvents (streaks)

SCFvvTe=

5.1. BB ERERIENER

Light, fresh soiling
ERFRRTIE (FAENER) BMEisEtTES. MRERERTES, BhsaaBET. KEXNEIYMERES L
H,

Use soft and clean paper wipes (dry or damp) or a sponge. If cleaning with a damp cloth, wipe dry afterwards. Additional
treatment with disinfectant according to the relevant regulations.

6. AKEMERE. REH. IKREMRSHSEF (PVAC)

Water-soluble paints, stains, emulsion paints and adhesive dispersions
(PVAC)

CFvvTe=
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6.1. IR B ERIEIEEIR
Light, fresh soiling
ERFRTER (FRISNERY) WHENEETIES. WRERERMmES, BEsakET.

Use soft and clean paper wipes (dry or damp) or a sponge. If cleaning with a damp cloth, wipe dry afterwards.

6.2. FERIKHAA sEREENERISR
Normal soiling that requires a longer time to take effect

=¥

EFTSANEK. AIpEAni. RARRVBHEEER (EkR) HTiEE. BETSWELMSIEEIRAGE, BAILIAE%
RMTESRRGRT) « RERBTE. Bf, A mREFK LS ESRAKESRIEESHEENEN, RERFKE
pEEEERIRk. MREVE, FJLETEZXTE. IRSRAEBYE S ERER, ILUFEIEIEETES, IR
B, FREWERS. SMSikFK. Baree B RBERFRTE. BEARKEABAFEME. KOSENET~mE
H, BREERARTER.

Use clean warm water, clean rags or cloths, a soft sponge or a soft brush (e.g. a nylon brush). Usual cleaning agents without
abrasive ingredients are suitable, also washing powder (especially heavy-duty detergent), soft soap or curd soap. Firstly, lather
up with the cleaning agent solution, depending on the degree of soiling, allow to take effect, then rinse with pure water or glass
cleaner. Rinse several times if necessary. If the soiling has not been removed with the cleaning agent solution, it can be
reworked with an organic solvent, e.g. acetone, methylated spirits, benzine or nail polish remover. Remove cleaning agent
completely to avoid streaks. Wipe the surface dry with an absorbent microfibre cloth, clean rags or paper wipes, and change
rags or paper wipes frequently.

6.3. EE. TESRHMRESR

Heavy, stubborn soiling and old stains

=¥

FRKEETBFIE TR, BEEREHESRY, MTIKERESHBIER ST REREHRIEET. AERFKEIRE
imalit. BEn SRR SIRTE. BEERKERBET4ERE. AMEERMBET T mEE, SREERAMDE
@,

Soften with water or an organic solvent, then peel or pull off. Special cleaning agents must be used for modified adhesives with
higher water resistance. Then rinse with pure water or glass cleaner. Remove cleaning agent completely to avoid streaks. Wipe
the surface dry with an absorbent microfibre cloth, clean rags or paper wipes, and change rags or paper wipes frequently.

7. EHIBEA. RERSH GHRRRY. Y. RE. ENRHE)

Solvent-based lacquers, paints and adhesives (lacquer residues,
splashes, spray paint, stamping ink)

PEvTex
QY . 1

47 =
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XSRS T —RIIRIIREZ R, BN EF BRI T I LB &E 4 S ER BRI B ST EXATSIRAYEIN.
Prior to the serial processing of adhesives and lacquers, it is recommended to obtain advice from the manufacturer on the
removal of possible production-related soiling and on suitable cleaning agents.

7.1. BB ERESENS R R B ERIKIE A 5SS SR

Light, fresh soiling and normal soiling that requires a longer time to take effect
BSCERAENRE. REAER. SRSt SEEIARENERRSR, ARRRKEIIEEERITSE. BafRsTeEiRIA
BRARTE. AEATUKMATEMAEMR. WM~ mRmE, BN ERRmERh.
Remove the soiling immediately with an organic solvent, e.g. acetone, methylated spirits, benzine or nail polish remover. Then

rinse with pure water or glass cleaner. Remove cleaning agent completely to avoid streaks. Wipe the surface dry with an
absorbent microfibre cloth, clean rags or paper wipes, and change rags or paper wipes frequently.

7.2. BE. WESRMMFESR

Heavy, stubborn soiling and old stains
SRKEENBFITI, BEERSAESRY, WFaKERENBIER ST RERSHRIEET. FRRBYETE
EARRTLIBETRNA N ER. RISREREEREHRE AR, AEARKEIIEE SR, BETeaRiRLER
FIRFE. AEARKMIGEAAAERE. KhSRMBRT~nRE, BREERKMEED.

Soften with water or an organic solvent, then peel or pull off. Special cleaning agents must be used for modified adhesives with
higher water resistance. Dye residues can occasionally be removed mechanically after they have dried. Graffiti requires special
cleaning. Then rinse with pure water, glass cleaner. Remove cleaning agent completely to avoid streaks. Wipe the surface dry
with an absorbent microfibre cloth, clean rags or paper wipes, and change rags or paper wipes frequently.

8. WHHSFMIHESH. SAHE (FINRE=ES)

Two-component lacquers and adhesives, synthetic resins, e.g.
polyurethane

FEFveEex

X ERIFRIRAIBH T —RIIRIEZ BT, BN EFBEREREK T LB IE S5 &R sE S £ XA S IRATEIN.
Prior to the serial processing of adhesives and lacquers, it is recommended to obtain advice from the manufacturer on the
removal of possible production-related soiling and on suitable cleaning agents.

8.1. B A r=ERAEERSR
Light, fresh soiling
BRI SIRIELRI T, B, BRKeEBiaHENERSR, ARAEKEIES SRR, BafixeR
PRLGERRSIR 4. FIEATUKMATEMAEDR. KB mRm, SR ERRmaERm.
Cleaning is only possible before curing. Therefore, remove the soiling immediately with water or an organic solvent. Then rinse

with pure water or glass cleaner. Remove cleaning agent completely to avoid streaks. Wipe the surface dry with an absorbent
microfibre cloth, clean rags or paper wipes, and change rags or paper wipes frequently.
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8.2. RERKHAAGEEEIEMNENSTERRAEE. WESRMMFE SR
Normal soiling that requires a longer time to take effect, and also has strong,
stubborn soiling and old stains

BT IR RIS S FRRBEELETTEER.

Residues of hardened condensation and reaction resin adhesives generally cannot be removed after curing.

9. EERR. BHEK. KEFRFN
Silicones, sealing compounds, furniture maintenance agents

CFvvTe=

9.1. BB EREREER
Light, fresh soiling
FAESR TGRS RTINS, AR KEBIEE SRR Baice BRI ERSRETE. AEERKMAEMTE
okt HRERMB T mRE, SMEERRmEM.
Wipe off the soiling dry. Use a silicone remover if necessary. Then rinse with pure water or glass cleaner. Remove cleaning

agent completely to avoid streaks. Wipe the surface dry with an absorbent microfibre cloth, clean rags or paper wipes, and
change rags or paper wipes frequently.

BRI

A note on validity:

ZXHRRRNSRFAWE RS, AR ERRKIELERARNERIE SRS RN BRINAIRKE, ZXHUESE, MEAF- RS RHRARERERIER, BIPHEDER. 5
HERRERSEIREREARBEARE. B, ATFEETRIOREAR. BXRREL SR EE TR RAREANER. B, Z R B AR BaiAEA
R, HINHEE SR —RERIER.

This document has been prepared to the best of our knowledge and with particular care. The information provided is based on practical experience, in-house testing, and reflects our current
level of knowledge. It is intended for information only and does not constitute a guarantee in terms of product properties or suitability for specific applications. We accept no liability for any

mistakes, errors in standards, or printing errors. In addition, technical changes may result from the further development of EGGER products as well as changes to standards and public law
documents. The contents of this document should therefore not be considered as instructions for use, or as legally binding. Our General Terms and Conditions of Sale and Delivery apply.
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